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Operation 
 

1. Sanipolymers 

2. Coating, e.g. furan-based 

3. Chitosan from shrimp shells 

4. Pyrolysis oil 

 

Unique…  
 

1. Breakthrough innovation 

2. Unique consortium 

3. Various biomass flows come together 

4. Availability of cycles 

5. 80% reduction of CO2 

6. When successful business plan is ready 

 

Sustainable and Biobased 
 
 

 

 

 

 

 

 
Comparison of nitrogen immobilization of treated  

GreenFibre (medium) & Hempwood with the not tretened controls 
 (lower values are better) 
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Raw material and application rates of different agents 
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